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SUMMARY

INTRODUCTION

Asbestos-containing materials have been widely used in Naval aircraft. However, the availability
. of asbestos is now limited. This developing shortage is already affecting the Navy in the area of re-
placement parts for some aircraft, and in the design development of new aircraft. The Department of
Defense has been directed to reduce its dependence on asbestos wherever possible. In response to
this requirement, the Naval Air Development Center has been tasked to coordinate efforts to identify
Naval aircraft applications of asbestos and to identify replacement materials.

Information has been coordinated from three sources. A survey was initiated among the Naval
Air Rework Facilities (NARFs) of all asbestos-containing parts. Private industry was solicited for
materials that can be substituted for asbestos in Naval air applications. Contacts were established
with the airframe and engine manufacturers, making them aware of the potential shortage and ]
soliciting their assistance in minimizing asbestos usage.

SUMMARY OF RESULTS

During this phase of the asbestos replacement program a large amount of information was
collated on the current uses of asbestos in Naval aircraft. This was obtained from the Naval Air
Rework Facilities, airframe and engine manufacturers, and NAVAIRSYSCOM file material, and is
summarized in Appendix A.

An initial priority was set by NAVAIRSYSCOM to find a replacement material for MIL-A-
7021 asbestos sheet for gaskets. Two products were identified as suitable replacements and now
should be commercially available.

N

A collection of literature on available replacement materials was established. Organic and inor-
ganic fibers which might replace asbestos were identified. Since no single replacement fiber is known
to exhibit all of the engineering properties of ashestos, replacement fibers must be carefully selected
for each specific application. A summary of some replacement fibers and materials is included in
Appendices B through D.
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', Several analytical methods were evaluated for identification of asbestos and are described in
Appendix E.

CONCLUSIONS

Inquiries revealed that many aircraft and engine manufacturers were not aware of the potential
asbestos shortage problem, only of the health effects. As a result, asbestos substitution by manu-
facturers has been limited to arcas where human exposure could occur.

Initial contacts with some of the aircraft and engine manufacturers have indicated a willingness
to cooperate with the Navy in identifying asbestos-containing parts on the aircraft, and in finding
suitable replacements, They also appear to be in the best position to do the initial test and evaluation
work on the replacement materials.

e RPN Gy % O % 0T TIPS INRRT T S o s i . N L ) S o ‘r R R




LR K i A i

NADC-81080-60

RECOMMENDATIONS

. Airframe and engine manufacturers should be notified of the shortage aspects and of the need
for a replacement program. They should be asked to determine the level of effort required to find
substitute materials, with contracts then let to accomplish the work. Along with industry, Naval Air
Rework Facilities should be solicited to assist in collecting data on aircraft parts known to contain
asbestos, funding to be provided where needed. Data required include reports on ssbestos replace-
ment materials already in use, and on-site recommendations or complaints on the use of replace-
ment materials. NAVAIRDEVCEN would monitor and review the efforts of industry and the NARFs,
NAVAIRDEVCEN in-house effort would include limited characterization of replacement materials
and a feasibility study with respect to applications. At the conclusion of all phases of the investigs-
tion, NAVAIRDEVCEN would evaluate the consolidated information and make recommendations
to NAVAIRSYSCOM in a final report.

It is further recommended that two replacement materials, Armstrong’s Thermo-Tork TN-8000
and Rodgers’ Nobestos D-7100, be field tested to determine their suitability for replacement of MiL-
A-7021.
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BACKGROUND

The use of asbestos fiber, beginning in the late 1800’s, has become widespread in this century
due to its exceptional engineering properties and its relative low cost. But in view of increasing
regulation of asbestos-related industries (due to asbestos-linked diseases such as asbestosis, lung
cancer, and mesothelioma) as well as potential asbestos shortages (as the resource becomes ex-
hausted), the Department of Defense has been directed to limit its dependence on asbestos.

Although the uses of asbestos in many instances do not require the unique combination of
properties associated with that fiber, it has often been the material of choice due to its low cost.
Table | lists the major applications for asbestos (reference (a)).

F The term “asbestos’’ actually refers to six types of fiber. Chrysotile, which makes up 95 per-
f cent of the world asbestos production, is the fibrous form of the mineral serpentine. Amosite,

crocidolite, anthophyilite, tremolite, and actinolite are fibrous forms of the mineral amphibole.
Table |1 lists physical and chemical properties of each (reference (a)).

L ! In general, asbestos is used for its heat resistance (to more than 500°C), reinforcement prop-
S erties (fiber tensile strength is nearly that of steel), flexibility (it can be spun and woven), ability to
be subdivided into fine particles, electrical and thermal insuiating ability, chemical resistance, low
gbrasiveness, excellent absorption and filtering properties, and excellent processing characteristics
in resinous mixtures.

’I_. Table |

Major Applications for Asbestos

Asbestos Friction Materials
Brake Linings
Woven, containing asbestos yarn, tspe, or cloth
3 Molded, including all nonwoven types
- Clutch Facing !
. Woven, containing asbestos yarn, tape, or cloth !
> Nonwoven—ciutch lining, transmission lining

Asbestos-Cement Materials
Flat sheets and wellboard, all thicknesses converted to %-in. basis
) Slabs
Corrugsted sheets
Pipes
Corrugated tiles for roofs in industry, agricuiture, and dwellings
Planks for platforms in buildings under construction
N Bsicony canopies
Y Rain gutters
: Interior wells
Ventilsting shafts
Air conditioning assemblies
Pressure piping (for underground drinking weter distribution systems, fuel gas, and sewage)
Cooling towers (electricity-genersting stations)
Asbestos feits i
Roofing-esphait or tarssturated 1
Other
Other asbestos and astestos-cement products, including milibosrd and prefsbricated
housing components
Asbestos Shingles and Clapboerd
K Siding shingles and clapboerd, including accessories
i Roofing shingles
Asbestos Textiles -
; Yarn, cord, and thresd 4
i Cloth
: Other ssbestos textiles, including roving, lep, wick, rope, tape, carded fibers, etc.
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Table | (Continued)
Major Applications for Asbestos

Gaskets and Ineulstion

Gaskets, all types

Gaskets {for sesling nonmoving perts)
Asbestos, asbestos-metallic, and asbestos-rubber

Packing (except lesther, rubber, and metal) and asbestos insulstions
Asbestos compressed sheet

Packing {for saeling moving parts)
Asbestos, asbestos-metallic, and ssbestos-rubber

Insulstion materials containing asbestos pipe insulstion (cellular and laminated)
865% magnesia
Diastomacsous silica, calcium silicate, expanded silica, and asbestos fiber
Other block insulation, including cellular and laminated
All other ssbestos insulation

Asbestos Boards and Papers

Boards
Filtering and clarifying
Coverings, coatings, casings, and jscketings for all kinds of surfaces
Msnufacturing of welders and meiters shislds
Slideways in the glass industry
Handles and fire doors
Auto perts
Safes
Protective walls
Curtains, etc.

Sheets
inner/outer linings of furnaces and heating vessels, drying ovens, incubators, heaters,

climate-controlled spaces, etc.

Plates
Insulsting buildings against vibrations (sluminum-esbestos)
Solsr-heat reflecting surfaces (70% of solsr heat)

Specisl Asbestos Papers
Filters

Asbestos Plastics

Flooring tiles (asbestos-asphalt tiles and, increasingly, asbestos-polymers of vinyl)

Pressed or molded (thermal insulation and in electrical machinery)

Resinated asbestos feit (manufacturing of wings and firing of missiles, and expension
cones for nozzles of boost motors). Other uses in sircraft industry: nozzles for
motor tubes, missile tailpipes and missile-heat berriers, fuselages for guided missiles,
fuel tanks for fighter bombers, cabin floors, ste.

Asbestos Acid-Resistant Compositions
Used mostly in chemical industry
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ASBESTOS SURVEY RESULTS

No replacement material for asbestos can be expected to have its unique combination of physi-
cal properties. The goal in finding suitable replacements is to duplicate as closely as possible those
properties of asbestos that are necessary to the individual application. For example, an asbestos
replacement candidate for use in a clutch lining should have high heat and abrasion resistance, and
excellent tensile strength, but electrical insulating and chemical resistance properties may not be
important.

For this reason, the first priority was to identify all uses of asbestos in Naval aircraft, to deter-
mine the properties necessary for each part. A parts survey form was developed for this purpose in
which information was organized according to the individual aircraft. The following information
was requested from aircraft manufacturers and rework facilities.

a. Aircraft/ground support equipment for which part is used
b. Part name, part number, manufacturer
¢. Location of installed part
d. Applicable military or other specification
e. Reason for use
f. Part environment: maximum part temperature
fluid exposure
stress level
other factors — abrasion, vibration, etc.

g. Recommendations for replacement

h. Permanent or replaceable part: if permanent, do fiber emissions exceed exposure limits
if replaceable, what is repair frequency

The parts survey form was first used to organize parts information from the many correspond-
ences in the original NAVAIRSYSCOM files. At the same time a listing was made of all the military
specifications that contain asbestos.

Contacts with several airframe and engine manufacturers have indicated that they had been
unaware of the potential shortage of asbestos. Their previous replacement efforts had been directed
towards replacing asbestos only in areas where human exposure could occur. The manufacturers
have indicated a willingness to cooperate, especially if they were to receive funding to find and test
substitute materials. Two manufacturers have responded to the parts survey.

Appendix A represents the data obtained from NAVAIRSYSCOM combined with parts sur-
veys received from the NARFs, and the airframe and engine manufacturers.
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IDENTIFICATION OF ASBESTOS REPLACEMENTS
MATERIALS

Since the use of asbestos fiber has been a direct result of not only its excellent thermal proper-
ties but aiso its relative low cost, many asbestos substitutes aiready exist, although they may be
somewhat more costly.

Carbon or graphite fibers are an outstanding substitute for asbestos in high temperature gasket
and packing applications. Graphite fibers can be used to 3000° C in nonoxidizing atmospheres, are
resistant to nearly all fluids except strong oxidizing acids, are self-lubricating, and conduct heat
rapidly. Two drawbacks are 1) shorting of electrical equipment in the event of a gasket or packing
blowout (preventable with antiextrusion rings) and 2) dissimilar metal corrosion caused by graphite/
aluminum or graphite/steel couples (reference (b)). In addition, high modulus graphite fibers are
an excellent substitute for asbestos fibers in high strength composites where thermal insulation is
not important.

Man-made inorganic fibers, however, do possess good insulating capabilities. The following
table lists the more important materials, their compositions, and temperature limitations.

Table I

Inorganic (Non-Metal) Fibers

- Loss of
$i0; N30y Other Flexibility st (°C)
Nextel (3M) 24 62 14 (8,03) 14285
Fiberfrax {Carborundum) 48 82 - 1200
Refrasil (Hitco) 28 - - 1000
“Irish” Refrasil {Hitco) 97 - 13 (Cry04) 1280
Amoquu:u {J.P. Stevens) 99 - - 1000
“E" Glass {Owens Corning) 54 14 20 (Ca0) 370
10 (B,04)

$" Glass (Owens Corning) 65 25 10 (MgO) 540

The first five fibers listed above are several times more expensive than glass, and all are rather
brittle and abrasive. Such materials are well-suited to static applications (see Appendix B for tech-
nical and product information) and as fillers in composite compositions.

High performance organic fibers are being promoted for many former asbestos applications, such
as packings, gaskets, and fire protection fabrics. The following table compares properties of the
important high temperature fibers.
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Table IV
Organic Fibers
{Reference (c))
Tensile Strength Decomposition or Momup Plekup (%)
{10° pei) Meit Temperature (°C) 2t 21°C/68% RMH.
Keviar (Oy Pont) 400 499 4.5 (56% R.H.)
Nyion 8.6 88-134 249 4.0
Nomex (Du Pont) 90 400 8.5
Dacron (Du Pont) 60-99 250 0.4
Teflon (Du Pont) 25-31 288 0

Teflon and Keviar (Appendix B) are useful in many dynamic applications. PV ratings (pressure
in psi multiplied by velocity in feet per minute) for Teflon and Kevlar are 275,000 and 450,000, with
maximum service temperatures of 260°C and velocities of 1900 feet per minute. Both can be used
as gasketing materials as well, but Teflon has a tendency to cold flow resuiting in significant creep
relaxation, and Kevlar has exhibited rather low compressive strengths when used as composite rein-
forcement (reference (b)). All of these fibers are useful as insulating sleeving and electrical cable
insulation.

APPLICATIONS

Of the many federal, military, and industry specifications for asbestos materials or materials
which might contain asbestos, the following have been identified as coordinated or prepared by the
Naval Air Systems Command:

MMM-A-132 AMS-3839
MMM-A-134 AMS-3840
MIL-A-7021 AMS-3842
MIL-P-19918 AMS-3858
MIL-P-25770

At the start of the program, MIL-A-7021 (Asbestos Sheet, Compressed, for Fuel, Lubricant,
Coolant, Water, and High Temperature Resistant Gaskets) was a first priority item for asbestos re-
placement due to its importance to depot-level maintenance organizations. A survey of nearly a dozen
gasket manufacturers revealed that almost the entire industry was in the process of developing such
a material, and that it was only a matter of time before such products would be available. Two
products are now being promoted for high temperature applications which possess properties sim-
ilar to MIL-A-7021: Armstrong’s Thermo-Tork TN-9000 and Rodgers’ Nobestos D-7100 (see
preliminary data sheets in Appendix C).

Included in Appendix D are possible sleeving substitutes {for fuel, hydraulic lines, etc.) manu-
factured by Santa Fe Textiles, Inc.
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APPENDIX A

SURVEY RESULTS:

ASBESTOS-CONTAINING AIRCRAFT MATERIALS

A-1
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ot
FIBERFRAX
Fiberfrax* ceramic fibers are manufactured from a very high purity alumina-silica composi-
tion. Fiberfrax is manufactured in several forms: bulk fiber, blanket, cloth, sleeving, tape, coating
cements, and moldable insulation products.
N TYPICAL CHEMICAL ANALYSIS
Bulk Fiber Blanket Cement
Alx0, 51.9% 48.0% 41.0%
Si0, 47.9% 51.8% 57.0%
Fep04 0.1% 0.04% 0.04%
Nay0 0.08% - 0.8%
= Nap03 ~ 0.1% -
- MgO ~ 0.01% 0.4%
:'. ‘ Ca0 - 0.02% -
; | Ti0y -~ 0.002% -
-f | B0, - - 0.6%
F“ Leachable Chlorides < 10 ppm < 10 ppm -
| Trace Inorganics ~ - 0.2%
TYPICAL PHYSICAL PROPERTIES
, Color White
| Continuous Use Limit 1260°C
. ] Melting Point 1790°C (bulk fiber)
by i 1760°C (blanket)
b f‘ "Fiber Diameter 2-3 microns
% Specific Gravity 2.73 g/em3
g Fiber Tensile Strength 4 x 10° psi

Fiberfrax exhibits good resistance to attack from most corrosive agents. Fiberfrax also resists

* A product of the Carborundum Company
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oxidation and reduction. If wet by water or steam, thermal and physical properties are restored
upon drying. Fiberfrax contains no water of hydration.
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Additional properties include:

High temperature stability
Low thermal conductivity
L.ow heat storage

Thermal shock resistance
Light weight

Corrasion resistance

Fiberfrax bulk fiber is used as a high temperature fill or packing material in a variety of high
temperature applications.

Fiberfrax Durablanket is a strong, light weight, flexible-needled blanket made from long
Fiberfrax ceramic fibers. The fibers are cross-locked through a unique forming process to
produce a blanket with good handling strength. There are no binders added. Durablanket is a highly
efficient insulator.

Fiberfrax textile products are high temperature fabrics. All textiles contain 20-25% organic
fiber added during the carding process to produce roving. The roving is further processed into two-
ply yarn for weaving into Fiberfrax cioth, tape, and sleeving. Fiberfrax textiles have good insulating
ability to 1260°C. In addition, they have resistance to breakdown due to mechanical vibration and
stress. Insert materials are incorporated into the yarn to increase fabric tensile strength. Nichrome
wire inserts are available for obtaining maximum strength at elevated temperatures (to 1093°C).
Glass filament inserts are used in applications where metal is undesirable, as is the case when using
Fiberfrax textiles as a dielectric (to 650°C). In applications where tensile strength is important,
temperature limits of insert materials should be considered.

Fiberfrax cloth, tape, and sleeving may be heat treated prior to shipment to remove 97% of
the volatile portion of the organic carrier fiber. Heat treating turns the product a charcoal gray
color. Double heat treating removes the remaining organic and returns the product to its original
white color. Each heat treat decreases the thickness and strength of the product slightly.

Applications of Fiberfrax textiles include gasket material, cable and wire insulation, and fuel
line insulation.

Fiberfrax coating cements contain fibers blended with inorganic additives to form air-setting
refractory coatings or bonding agents. Dried cements form a hard surface which is resistant to
erasion and flame abrasion. They are efficient insulators and help prevent substrate materials from
spalling. They have good thermal reflectance and dielectric strength. Above 871°C these materials
increase in strength due to the formation of a ceramic bond. Fiberfrax coating cements vary in
thickness of application (.25 mm to 1.52 mm), and are available as a paste (suitable for troweling),
or a paint (applied by brushing, rolling, dipping, or spraying). These cements are mildly alkaline,
and are insoluble in water. A small amount of organic material is added to permit shipment during
winter months,

Fiberfrax moldable insulation product is used for cast shapes, coatings, linings, and for general
refractory repairs. |t consists of ceramic fibers dispersed in a sticky water-based refractory silica
binder. Drying produces a hard-surfaced, low thermal conductivity insulation.
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Custom die-cut parts provide an economical means of meeting gasket, spacer, and seal require-
ments. Textile-covered products are used for applications requiring repeated use, or ease in handling
and installation. Durablanket encased in high temperature ailoy wire mesh can be custom-made to
solve unique engineering problems.

NEXTEL 312

Nextel 312* ceramic fibers are manufactured in several forms, including woven fabrics,
braided-sleeving hose coverings, tapes, wire insulation, furnace linings, blankets, gaskets, and seals.

CHEMICAL ANALYSIS

si0,

B203

PHYSICAL PROPERTIES

Color White

Short-Term Use Limit 1650°C
Extended Use Limit 1427°C
Melt Temperature 1800°C

Fiber Diameter 10-12 microns
Specific Gravity 2,70 g/cm3
Tensile Strength 2.5 x 10° psi

Tensile Modulus 2.2x 107 psi

The manufacturer reports that Nextel withstands the combined effects of flexing and high
temperature better than asbestos, quartz, or amorphous silica textiles.

Additional characteristics are:

High temperature textile

Good tensile strength

Strength and flexibility at high temperatures
Low thermal conductivity

Good dielectric strength

Good abrasion resistance

Resistance to chemicals

Nonoxidizing

Dimensionally stable

Nonhygroscopic

* A product of 3M/Ceramic Fiber Products
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REFRASIL

Refrasil* textiles are continuous filament, amorphous silica products, with the thermal per-
formance of a refractory material. They are produced by the chemical leaching of glass fibers,
resulting in aimost pure silica. Refrasil is available as woven cloth, tape, sleeving, yarn, cordage, bulk
fiber, batt, and rope gasket. Refrasil products are available with various pretreatments, yielding
different properties.

CHEMICAL ANALYSIS
Si0q 97.9% Fep04 0.017%
Ti0, 0.55% Zr0y 0.017%
Aly03 0.29% Sr0 0.021%
Mg0 0.13% Cu0 trace
8403 0.41% Ni0 trace
Ca0 0.71% Cry05 trace

PHYSICAL PROPERTIES AND CHARACTERISTICS

Color Tan, white, or green depending on pretreatment
Continuous Use Limit 982°C (1260°C for “Irish” Refrasil)

Melting Point 1704°C

Fiber Diameter 8-10 microns

Refrasil textiles insulate continuously and retain their strength and fiexibility to 982°C.
Beyond this temperature embrittiement and shrinkage occurs, but thermal protection continues
to 1704°C. Embrittiement is caused by the amorphous silica converting to a crystalline form
(devitrification). When various impurities are present (especially alkalies and alkaline earths),
brittleness occurs as iow as 704°C.

Refrasil resists oxidatic n and is chemically compatible with most materials. The manufacturer
considers Refrasil a superior alternative for asbestos, claiming it protects at higher temperature and
exhibits minimal dusting and fly-off of fiber particles.

Other characteristics:

Resistant to thermal shock
Hygroscopic (but does not degrade in presence of water)

Resistant to abrasion (treated product)
Good fabrication characteristics, toughness, and durability (treated product)

* A product of Armco/Hitco Materials Division
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Refrasil Pretreatments:

“Standard’’ product — hydrocarbon finish.

“Treated’” product — provides tough, sacrificial coating that improves abrasion resistance,
durability, and handling, and facilitates stitching, sewing, and grommeting.

“Adhesive” — standard product with adhesive backing.

“Preshrunk’ product — weaker in strength and lower in abrasion resistance than standard
product. Useful only where shrinkage cannot be tolerated.

“Irish” Refrasil — standard product treated with 1-3% Cr03 which extends the tempera-
ture stability, flexibility, and reuse capability to higher performance temperatures.
Operates continuously at 1260°C, and has 10% lower thermal conductivity.

*Treated Irish”’ Refrasil — treated for ease of handling and physical integrity during
fabrication.

KEVLAR

Kevlar* is an aramid fiber used primarily as a reinforcement material in asbestos-free friction
materials, gasket sheeting, and plastic products. It is available as continuous filament yam (used in
clutch facings), yarn impregnated with Teflon (used for pump packing), staple fiber, chopped fiber,
and pulp.

PHYSICAL PROPERTIES

Fiber diameter typically 12 microns
High tensile strength
Righ toughness
Long term durability with high wear resistance
Temperature stability to 232°C
Z Dimensional stability
Good frictional performance
Nonabrasive
Life exceeding common binders
Thermal and electrical insulation inferior to the refractory materials
Low density

The manufacturer claims that Kevlar can give product performance superior to asbestos-based
{ materials. Less Kevlar is required than asbestos for reinforcement. The balance of the asbestos is
o replaced with inexpensive inorganic fillers. They claim that a Kevlar-reinforced product can be cost
: effective with the comparable asbestos-containing product, and that Kevlar can give product per-
N formance superior to asbestos.

i A major disadvantage of Kevlar has been poor processing characteristics. The cut ends of the

i Kevlar fibers entangle with each other during mixing operations, producing clumping. This resuits
in poor dispersion of the Kevlar in the product. The manufacturer has partiaily solved this problem
by recommending special mixing procedures, and by using Kevlar pulp, which is 2-4 mm long and

1 does not produce clumping problems. It is recommended that the development of a product be

b built around the use of Kevlar, as opposed to making a direct substitution for asbestos. Kevlar is an

- organic fiber, and does not approach the high temperature use limits that the inorganic alumina and

;o silica fibers have.

* A product of the Du Pont Company
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APPLICATIONS FOR KEVLAR

The manufacturer describes the applications of Kevlar in several major areas. Their evaluations
of Keviar’s performance fallow:

Clutch facings can be reinforced with 20 percent by weight Keviar yarn or short fiber,
combined with inorganic fillers and binder. These formulations offer a number of advantages

over one which is 50 percent asbestos, including longer wear.

Properly constructed brake pads require less than 5% short fibers of Keviar by weight,
combined with inorganic fillers and binder to achieve performance characteristics equal to

or better than asbestos.

Sheet gasketing can be reinforced with less than 6% Keviar pulp by weight combined
with other fibers, fillers, and rubber binders. These formulations match the performance
specification of asbestos gasketing used at temperatures over 177°C.

Fiberglass has proven to be a very effective substitute for asbestos in many high
temperature phenolic plastic applications. However, in certain applications where sliding
contact, thermal dimensionai stability, or damage tolerance is required, fiberglass has been
deficient. In these phenalic plastics applications, Kevlar is demonstrating advantages over

fiberglass as a replacement for asbestos.
Other applications include fabrics, caulk, sealants, and coatings.
ZETEX

Zetex* fabric is made fronr a highly texturized form of silica, and coated on one side with a
proprietary treatment. Zetex is manufactured in many forms: blankets, tape, tubing, sleeving, rope,
yarn, and wire-reinforced textile.

PHYSICAL PROPERTIES

Continuous Use Limit 593°C

Tensile Strength 5.0 x 109 psi (22°C)
2.5 x 105 psi (538°C)

Specific Gravity 2.54 g/cm3

Zetex resists most acids, alkalies, and solvents. Exceptions are hydrofluoric acid and corrosive
environments at elevated temperatures.

Additional properties inciude:
Five times stronger than comparable asbestos fabric

Better thermal insulating properties than asbestos of same weight
Dimensional stability

* A product of Newtex Industries, Inc.
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Abrasion resistance

Good cutting, sewing, handling characteristics

Bonds well with resins and elastomers

Accepts a variety of treatments to suit specific applications

Applications of Zetex include thermal insulation (pipes, hydraulic lines, cables), gaskets, seals,
braided tubing, and sleeving.

.
| ;
|

1

i

A !
{ i
! :
4 4
] ' ]
g
-
B H
=
- t
y
[}
P |
B 1
| B-9




........
]

J Y

1 NADC-81080-60

THIS PAGE INTENTIONALLY LEFT BLANK

ey 2 AN T — .




AD=ALL5 782

UNCLASSIFIED
22

END

oare

_suneo

782

anc

NAVAL AIR DEVELOPMENT CENTER WARMINSTER PA AIRCRAFT ==ETC F/G 1/3

REPLACEMENT OF ASBESTOS ABOARD NAVAL AIRCRAFT. (U)
NOV 81 L C FULLER, K 8 CLARKs E R WRIGHT
NADC=81080~60




i T NADC-81080-80

e — i - P ..

APPENDIX C

GASKET REPLACEMENTS

C1




NADC-81080-60

|

Y=t gtyt oy

o g & A+ < A e ax n

1 THISPAGE INTENTIONALLY LEFT BLANK

© e re———————

o i e e

c-2

3
b




-
L
i
!

s LAk e, o - sk

NADC-81080-60

Temporary Data Sheet

ARMSTRONG THERMO-TORK GASKET MATERIALS

Typical Values®
Thickness 031" 031"
Density 90 85
Tensile Strength, AMD, PSI| 4000 2500
Compressibility, % 1 22 :
Recovery, % 70 45 |
Immersion:
ASTM Oil #3 ]
Thickness Increase, % 10 10
Compressibility, % 13 25
Tensile Loss, % 15 20
ASTM Fuel B
Weight Increase, % 12 16
Thickness Increase, % 7 8
Creep Relaxation, % 20 30

* Average values determined in accordance with ASTM F 104 testing methods for Type 1 materials and
should not be used as a basis for material specifications.

**Replacement for MIL-A-7021
***Replacement for AN-892; higher compressibility than MIL-A-7021
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!
\ Rodgers Corporation
NOBESTOS/DUROID D7100
t
Praliminary Data Sheet
|
¥ Physical Properties — NOBESTOS D-7100
] ! Physical Test Typical Values
3 Tensile Strength, psi/MPa 4000/27.6
4 i Compressibility at 5000 psi {34.5 MPa), % 125
- Recovery, % 68.0
£ |
5 ASTM Oil #3, 5 hours at 160°C
| Tensile Loss, % 20.0
= Compressibility, % 16.3
- E Thickness Change, % 7.2
. | Fuel B, 5 hours at 70°F
Weight Change, % 124
Thickness Change, % 7.2
&
)i
3
2
2
c4

ASTM Method

F152
F36
F36
F146

F146
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APPENDIX D

SLEEVING REPLACEMENTS
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TEXTILE YARN FOR COVERING CABLES AND. INSULATING SLEEVING
(Reference (c) )

4
1
E |
&

| ‘ Type Avasion | Pextimy | "ree | Dielecwic | Yom ?é.’n""""
| A, Poor Good Excellent | Excetiom | 30022 982° +
s Good Good Excellont | Good 25 22 ar
' . CERAMIC Good Excelient Excellent Excellent a8 roquired 1427° +
%’"’P" Good Good Poor Good .| 30m@ 149°
’ DACRON Excollont | Excettot | Good Good 11001 232°
2 féEEﬂGU\S Good . Good Excelient Excellent w ane
- FIBERGLASS Good Good Excellent | Excetlemt | 150 w2 838°
’ ; GRAPHITE Poor Good Excelient | Excellent cr2 1649° +
- KEVLAR Excellent | Excettent | Exceient | Excetemt | 900N B2
‘ NOMEX Excellem | Excalient Excellent Excellent 200 12 316° +
f o Exceliont | Poor Good Excellent So0n 52
| ; NTLON Exceliont | Excellem | Good Excetent | ss02 232
: PRE-PREG Good Ridged Good Excellent | Roving ase°
2 RAFRASIL Poor Excelient Excellent Good uc100—-2 | 882°
;- 5 SARAN Excetient | Poor | Exceent | Good 210 R 121°
;gpfon Excelient Excellent Excelient Excellent 400 112 288°
! LN Excellent Excelient Excellent Excelient 400 12 288°
¥ | L4y Good Good Excetient | Excetemt | 15012 age°
vinnL Excellent | Poor Good Good 2700 A 149°
v
g
b
|
v
! D-3

R -

i, PRSP KO S




— P T T I———

NADC-81080-60
THIS PAGE INTENTIONALLY LEFT BLANK




NADC-81080-80

g APPENDIX E 1

|
: METHODS FOR

| ASBESTOS IDENTIFICATION
i

DR TINAR Lo




NADC-81080-60

THIS PAGE INTENTIONALLY LEFT BLANK




NADC-81080-60

METHODS FOR ASBESTOS IDENTIFICATION

Many analytical methods can be used for identifying asbestos:

Transmission electron microscopy is useful for identifying particles that are too small to be seen
by optical microscopy, or are present in subpicogram quantities.

X-ray diffraction is good for quantitative measurement, but the technique cannot differentiate
well between the fibrous and nonfibrous varieties of asbestos, nor can it identify amorphous materials
such as glass. When x-ray is used, the concentration of fibers present should be confirmed by optical
microscopy.

Infrared is useful for samples containing a high concentration of asbestos.

Chemical compaosition can be used to differentiate between the asbestiform minerals, depending
on the presence or absence of Fe, Ca, and Na, but it is often difficult due to the closely similar chemi-
cal composition of the different types of asbestos. Again, optical microscopy should be used to
confirm an identification.

NAVAIRDEVCEN has chosen to use two other methods of testing samples for the presence or
absence of asbestos. These are thermal analysis (differential thermal analysis and thermogravimetric
analysis) and polarized light microscopy (using dispersion staining).

DETECTION BY THERMAL ANALYSIS

Identification of asbestos fibers is often complicated by the presence of other nonasbestos fibers
or particles, or impregnated matrix. Microscopic examination may then be difficult. The use of
differential thermal analysis (DTA) or thermogravimetric analysis (TGA) has been shown to be a
reliable technique in such instances (references (d), (e}, and (f) ).

A DTA curve for chrysotile asbestos (serpentine) exhibits a dehydroxylation endotherm at about
650°C followed by an exotherm at 820°C resulting from conversion to forsterite and silica. These
reactions are independent of the test atmosphere. A TGA curve shows only the weight loss associated
with dehydroxylation (~ 13 percent) above 600°C but does allow a quantitative estimate of asbestos
content for significant concentrations.

Figure 1 is a TGA curve for a gasket material conforming to HH-P-46. The weight loss due to
dehydroxylation is estimated to be 9 percent. Asbestos (chrysotile) content is then estimated to be
9/13 = 0.69 or about 70 percent.

E-3
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Other types of asbestos fiber axhibit the following transitions in DTA (reference (f)):

T, 80 T, (°C) T, (°C)
Crocidolite (in argon) 610 endotherm 800 endotherm 820 exotherm
Crocidolite (in oxygen) 420 exotherm 900 endotherm 930 exotherm
Amosite (in argon) 780 endotherm 1080 endotherm
Amosite {(in oxygen) 640 exotherm
Anthophyllite (in argon) 700 endotherm 930 endotherm 1160 endotherm
Anthophyllite (in oxygen) 940 endotherm
Tremolite (in argon) 1030 endotherm
Tremolite (in oxygen) 1060 endotherm
Actinolite {in argon) 720 endotherm 1050 endotherm
Actinolite (in oxygen) 280 exotherm 1140 exotherm

IDENTIFICATION BY POLARIZED LIGHT MICROSCOPY/DISPERSION STAINING

Polariied light microscopy using dispersion staining is a very versatile technique. With ita
variety of fibers can be identified, including chrysotile and the other types of asbestos, and asbestos
substitutes. References (g) and (h) discuss these methods in detail.

Fibers are selected from the sample, placed on a slide in a high density refractive index liquid,
and a coverslip placed on top. The sample is first examined in polarized light by simply rotating the
microscope stage. |f the fiber color does not change as the stage is rotated, the fiber is isotropic,
meaning it has only one index of refraction (fiberglass and mineral wool are examples, and are thus r
easily differentiated). Other fibers exhibit a color change when the stage is rotated, have more than
one index of refraction, and are called anisotropic. These fibers are readily identified since the colors
seen in different refractive index liquids are peculiar to a certain material. This information is available
in published dispersion staining curves. Reference (h) contains curves for some of the more common
materials often associated with asbestos.

Asbestos, if it is present, will most likely be chrysotile. It is easily identified by dispersion
staining. Chrysotile is characterized by distinctive, fine fibrils (often curly) plus straight bundles of
fibrils. Under the proper microscope conditions, and when placed in a refractive index liquid of 1.55,
chrysotile fibers show a distinctive magenta color when oriented parallel to the fiber axis and biue
when oriented perpendicular to it.

If the fibers are too strongly embedded in the sample matrix for the identification to be made,
the sample can be ashed at 550°C and the residue examined for asbestos.
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